
Carbon (mass fraction,
in %)

1216 Carbon Modified Silica I 0.7
II 9.06
III 17.04

PLEASE NOTE: The tables are presented to facilitate comparisons among a family of materials to help 
customers select the best SRM for their needs.  For specific values and uncertainties, the certificate is the 
only official source.

Technical Contact: thomas.vetter@nist.gov

SRM Description Bottle

106.4 Carbon Modified Silica (powder form) 

This SRM is intended for the calibration of instruments used to measure total elemental 
carbon. The SRM consists of three, 1-g bottles of chemically modified microparticulate silica. 


